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38 PHL R B/ F= R
f‘ﬂq%fx’ﬁ "]"_‘}%‘ﬁ%;j{‘%ﬁ General barrier film U - ng;il;%; nGaugePO 355mmx120umx700m
Product Cast Film ; ; v =
R/ High barrier | g |y, DD201703021
property Film
nZE
:: ;‘f;ﬁé Produc 3E4HR 5 HiPA/EVOH/PE% I Asymmertrical Peelable PA/EVOH/PE Topweb
PR s/ FIXHEE/ Relative Humidity %/ Temperature B B3/ Test Date
Testing
environment 50% 25. °C 2017. 5. 4
ML H /Test Report
W E/ ol /ni Sdranit/ g/ | WREGR | Mg/
) nit Executive . .
Properties Typical Value Test Value| Conclusion
standard
S5 /Width mm 0~+2 355 356 ok
BB /Thickness um +5 120 123 ok
H,%&/Corona dyn / / / ok
PA%4&/Content of PA % 26 26 ok
EVOHE & /Content of EVOH % 6 7 ok
F & Haze % <25 10 ok
hrfssREE/ D >40 48 ok
Tensile strngth MD N/15MM GB/T1040. 3 >40 52 ok
TD >400 440 ok
Hﬁ‘%%ﬁﬂﬁ%/ % GB/T1040. 3
Elongation MD >400 460 ok
PBrER s/ .
A . . 4~ .
Heat seal strength N/15mm 140°C/0. 7s/0. 2mpa 6 4.65 ok
FIBsREE/
Intermediate strength N GB/T2790 ’5 1.5 ok
U 0.4 0.32
2 M/in GB 10006 ok
ud 0.3 0. 26
BEERR/C.0.F
Us 0.8 0. 45
4k/out GB 10006 ok
ud 0.6 0.33
RN KB R - . N
Bubble/Watermark/Stripes ABE Not obvious B ok
KRG « B « F. - 7R - 5
Surface N A
Scratches/Burns/Perforation/ AJe# Not allowed i ok
Stratification/Dirt
. . MMmm AR, 0.5-1mm<104, <0. 5mmS204~
=} N 2 ’ ’ A
/Appiljfance R /m* Fisheye Point 24A : A~/ (100mmX100mm) <2 %4 ok
s 0. bum A RHF, 0. 3-0. bmm<44~, ZHHEUE:A4 A
A Tmpurities / (100unX100mn) <2 b ok
B Violence REEAEWER MRS Allowed small FA ok
JEE o AN A
Film Roll Web Uneven £83} fEMax < 2mn i ok
FHABK Abnormal Smell ARHFENot allowed %G ok
NFET UG =
~ GB/T1037-200
*
Water vapor through Amount g/m” 2%24h (38°C /90%RH 2.7 ok
HRETE
Oxygen vapor through Amount cc/m”2%24h GB/T19789-2005 1.8 ok
5 5/ checker : B /Auditing:
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