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o "3 General barrier film O Product Gauge 357mmx250umx340m
PR T — BRI H R T g
Product Cast Film f=n ; ; A =
mﬁﬁﬁ}ﬁé rf;ggitl’naf“er m [P0 No. DD201703021
=}
j; ;‘f‘lﬁfx e JEXH#RPA/EVOH/PE  Asymmertrical PA/EVOH/PE Thermofilm&Bottomweb
RMFRIE/ FXHEE/ Relative Humidity B ¥/ Temperature K H#l/Test Date
Testing
environment 50% 25.C 2017.5. 4
M L5/ Test Report
M/ e | oo/ ERNE/ | WRME | Hs
Properties standard Typical Value |Test Value| Conclusion
B /Width mm 0~+2 357 358 ok
JE /& /Thickness um +5 250 252 ok
Hi, & /Corona dyn / / / /
PA¥ & /Content of PA % 28 28 ok
EVOH& & /Content of EVOH % 5 5.6 ok
ZF Haze % <25 12 ok
) TD >80 108 ok
i;ﬁ?ﬁiﬂi/ N/15MM GB/T1040. 3
Tensile strngth MD >80 117 ok
3 TD >400 480 ok
%ﬁ%%ﬁﬁf%%i/ % GB/T1040. 3
Elongation MD >400 502 ok
atimpE/ o
Heat seal strength N/15mm 140°C/0. 7s/0. 2mpa >40 84 ok
e/
Intermediate strength N GB/T2790 75 18.5 ok
U 0.4 0.28
UZ M /in GB 10006 03 0 25 ok
BEEHER$/C.0.F . .
Us 0.8 0. 46
4b/out GB 10006 ok
ud 0.6 0. 39
S/ KRG/ %L : A
Bubble/Watermark/Stripes RYIE Not obvious = ok
| REXG - R’  BIL - A= c S
Surface ) A
Scratches/Burns/Perforation/ ARAH Not allowed G ok
Stratification/Dirt
. , MImm A RYF, 0.5-1mm<104>, <0. 5mm<20
S}/Appearance| BMAR A/ Fisheye Point A, # & A/ (100mmX100mm) <2 e ok
s >0. 6mm AR f2 ¥, 0.3-0. 6mm<44, MHLEE: ~
#R Impurities A~/ (100mmX100mm) <2 i ok
2 Violence PR A S 28 Allowed smal HE ok
30 T AR A
Film Roll Web Uneven Hif{EMax < 2mm i ok
BHESBE Abnormal Smell A AR¥FHENot allowed wE ok
TRFRTVE L E
“ GB/T1037-200
* .
Water vapor through Amount g/m" 2%24h (38°C /90%RH 2.5 ok
T UL
Oxygen vapor through Amount cc/m”2%24h GB/T19789-2005 1.05 ok
I 57 /checker : Mg ¥ /Auditing:




